EDXRF: Recipiente 6-04 / Ceramic vessel 6-04

Yacimiento /Archaeological site: Oppidum Los Turrufiuelos
Realizado por / Prepared by: 1.U.l. Arqueologia Ibérica

23/09/2015

Analisis en decoracion roja / Analysis on red decoration
- Oxide Wit% At% |
Na20 00.24 | 00.28
MgO 02.99 |[05.36
Al203 [ 14.09 | 10.00
Si02 50.84 |61.23
P205 01.09 | 00.56
SO3 00.65 | 00.58
—— cl20  |o0151 [01.25
Area andlisis/Analysis area (100x) K20 06.33 04.86
Sn0O2 00.00 | 00.00
10,6 Sb203 | 00.00 [ 00.00
CaO 05.99 |07.72
BaO 00.00 | 00.00
TiO2 01.44 101.30
V205 00.07 [ 00.03
Cr203 |00.02 |00.01

chedadi2Wision\WisionPlus.spc 23-Sep-2015 13:00:25
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200 400 600 800 1000 12.00 1400 16.00 15.00 20,00 22.00 24.00 26.00 28 Fe203 14.44 | 06.54

CoO 00.12 ] 00.11

Espectro de fluorescencia de rayos X / Ni203 | 00.00 | 00.00
X-ray fluorescence spectrum CuO 00.05 | 00.04

Zn0 00.02 | 00.02
HgO2 00.02 | 00.01

PbO2 00.01 | 00.00
Condiciones experimentales / Experimental conditions: SO 0005 | 0003

Voltaje / voltage: 40 kV
Resultados semicuantitativos/

Intensidad / intensity: 825 pA semiquantitative results

Tamaifio de spot / spot size: 300 pm

QOO




EDXRF: Recipiente 6-04 / Ceramic vessel 6-04

Yacimiento /Archaeological site: Oppidum Los Turrufiuelos
Realizado por / Prepared by: 1.U.l. Arqueologia Ibérica

23/09/2015

Analisis en decoracion gris / Analysis on grey decoration
- Oxide Wt% At% |
Na20 00.00 | 00.00
MgO 02.82 | 04.84
Al203 19.34 | 13.11
Si02 60.19 [ 69.21
P205 00.62 | 00.30
SO3 00.17 | 00.14
. . CI20 01.09 [ 00.87
Area andlisis/Analysis area (100x) K20 07.49 05.49
Sn0O2 00.00 | 00.00
[63 ] K Sb203 | 00.00 | 00.00
CaO 02.61 | 03.22
BaO 00.00 | 00.00
TiO2 00.75 | 00.65
V205 00.04 | 00.02
Cr203 | 00.03 | 00.01
—— MnO 00.01 | 00.01
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Total Area Spc from ROl Map
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: CoO 00.06 | 00.05

Espectro de fluorescencia de rayos X / Ni203 | 00.00 | 00.00
X-ray fluorescence spectrum CuO 00.02 ] 00.02

Zn0 00.01 [ 00.01
HgO2 ]00.01 | 00.00

o . . e PbO2 00.01 | 00.00
Condiciones experimentales / Experimental conditions: 30 0002 1 0000

Voltaje / voltage: 40 kV
Resultados semicuantitativos/

Intensidad / intensity: 975 pA semiquantitative results

Tamaifio de spot / spot size: 300 pm

QOO




EDXRF: Recipiente 6-04 / Ceramic vessel 6-04

Yacimiento /Archaeological site: Oppidum Los Turrufiuelos
Realizado por / Prepared by: 1.U.l. Arqueologia Ibérica

23/09/2015

Analisis en la pasta ceramica / Analysis on ceramic paste

- Oxide Wt% At% |
Na20 | 00.56 | 00.61

cledaxI’Wision'WisionPlus.spe 23-5ep-2015 12:53:35
Total Area Spe from ROl Map

1.4 5j Fe
MgO 02.50 |04.21
Al203 18.66 [ 12.40
Ly | Si02 | 62.49 |70.48
P205 00.53 | 00.25
SO3 00.12 | 00.11
5 EE—— Cl20 01.07 | 00.84
r Area andlisis/Analysis area (100x) K20 03.56 02.56
rent sno2 | 00.00 |00.00
r Sh203 | 00.00 | 00.00
CaO 04.55 | 05.50
BaO 00.00 | 00.00
TiO2 01.12 | 00.95
V205 00.05 | 00.02
Cr203 |00.02 | 00.01
0 - . , | , MnO 00.05 | 00.04
r 200 400 600 300 4000 1200 1400 16.00 1800 20.00 22.00 24.00 26.00 28, Fe203 0460 0195
CoO 00.03 | 00.03
Espectro de fluorescencia de rayos X / Ni203 | 00.00 | 00.00
X-ray fluorescence spectrum CuO 00.01 [00.01

Zn0 00.01 [ 00.01
HgO2 ]00.01 | 00.00

o . . e PbO2 00.01 | 00.00
Condiciones experimentales / Experimental conditions: 30 0002 1 0000

Voltaje / voltage: 40 kV
Resultados semicuantitativos/

Intensidad / intensity: 780 pA semiquantitative results

Tamaifio de spot / spot size: 300 pm

QOO




